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METHOD OF RECYCLING FIBERS FROM
SEWAGE SLUDGE AND MEANS THEREOF

RELATED APPLICATIONS

This application is a national stage application, filed under
35 U.S.C. §371, of International Application No. PCT/
1L.2006/000314, filed on Mar. 9, 2006 which claims the ben-
efit of Israel Serial Number 167363, filed Mar. 10, 2005.

FIELD OF THE INVENTION

The present invention generally relates to a method of
recycling and producing fibers from sewage sludge, such as
streams of municipal, agricultural and industrial flowing
wastes to be further processed. The present invention also
relates to industrial means adapted for recycling the same.
More specifically, the present invention relates to Sewerage
especially designed for the recycling and producing fibers
from sewage sludge.

BACKGROUND OF THE INVENTION

Cellulose is a complex carbohydrate consisting of thou-
sands of glucose units in a linear chain structure. This
polysaccharide is pack into fibers. Hemicelluloses, such as
xylans, uronic acid and arabinose are complex carbohydrates
that, with other carbohydrates (e.g., pectins), surround the
cellulose fibers of plant cells.

Those valuable materials, as other fibrous materials, are
currently consisted as a significant ingredient of urban sew-
age sludge. Reference is made to table 1, presenting cellulose
and hemicellulose content, as was sampled and analyzed
(triplet test) in Israeli municipal sludge before processing.
Crude sludge comprising about 11% (dry weight) cellulose
fibers and 14% hemicellulose, wherein dry dense sludge com-
prising 10% hemicellulose and 2% cellulose. Before diges-
tion the dry dense sludge comprising similar contents.
Screening crude sludge by a means of 50 mesh comprising
almost equal content of hemicellulose and cellulose (i.e.,
about 7%). By screening the same in a 130 mesh screens, 12%
hemicellulose and 15% cellulose content is obtained.

The sources of sewage fibers are selected from toilet paper;
non-digest fruit and vegetable fibers (i.e., new fibers); and
cotton, synthetic fibers etc provided from cloths and laundry.

In spite of the fact that the fibers are comprised as a cost
effective portion of the municipal effluents, those fibers are
traditionally wasted, i.e., burned, digested, disposed or dis-
posed as an effluent towards the sea, or the rivers, causing
environment problems else ware. Moreover, today, sewage
sludge is massively concealed in the ground and hence
regarded as one a main environmental problem. So far no one
has recycled or produced organic fibers from these sources.

Few attempts for treating fibers (especially paper and paper
products) have been made. Hence, US patent application
2003/0141225 to Liddle et al. discloses a method and system
for separating and sorting recyclable materials from mixed
waste streams. This system comprising a low surface current
bath adapted to separate materials having differential wet
densities. U.S. Pat. No. 3,670,968 to Galeano discloses a
system and process for recovering the cellulosic fibrous mate-
rial containing municipal refuse, and converting it into reus-
able pulp. Nevertheless, a cost-effective industrial-oriented
recycling process of sewage sludge’s fibers thus meets a long
felt need and focuses to target environmental acute problems.

SUMMARY OF THE INVENTION

The present invention discloses environmentally friendly
processes and means for recovering valuable fibers and espe-
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cially cellulose fibers and the like from agricultural and/or
urban sewage sludge, waste and/or industrial effluents to
decrease its volume especially BOD and TSS, obtaining valu-
able raw materials and decreasing environmental damages.

Moreover, a cost effective and novel process for sewerage
treatment is hereby disclosed. This process is especially
adapted for the recycling and producing cellulose fibers from
sewage sludge. These fibers can be used in the paper, textile
and food industries.

It is thus in the scope of the present invention wherein a
novel method of recycling and/or producing fibers from sew-
age sludge. This method comprising: removing ironware
magnetically and/or applying initial crude separation; sepa-
rating fibers from the remaining sludge and waters; chemi-
cally oxidizing the same; sorting fibers to their various types;
bleaching the same by using active oxygen or chlorine-con-
taining agents; and then, dewatering, and packaging the
resulted fibers.

BRIEF DESCRIPTION OF THE FIGURES

In order to understand the invention and to see how it may
be implemented in practice, embodiments will now be
described, by way of non-limiting example only, with refer-
ence to the accompanying drawing, in which

FIG. 11is atable that describes cellulose and hemi cellulose
content in sewage sludge as was sampled in municipal liquid
waste of Haifa (IL) sewerage; and,

FIG. 2 schematically describes a process for treating sew-
erage such that reusable fibers are obtained.

FIG. 3 is a table that describes the parameters sewage is
composed of, before and after use of the process introduced in
present invention.

DETAILED DESCRIPTION OF THE PREFERRED
EMBODIMENTS

The following description is provided, alongside all chap-
ters of the present invention, so as to enable any person skilled
in the art to make use of said invention and sets forth the best
modes contemplated by the inventor of carrying out this
invention. These invention demonstrate the sequence of
actions and the principles that will provide fiber separation
from the remaining sewage material. Various modifications,
however, will remain apparent to those skilled in the art, since
the generic principles of the present invention have been
defined specifically to provide means and methods of recy-
cling fibers obtained in sewage sludge.

It is according to one embodiment of the present invention
wherein the process is adapted to treat sewerage, or any other
effluents whereat human, agricultural and industrial sewage
are incorporated.

Reference is made now to FIG. 2 presenting said process,
comprising inter alia to the following steps: step I removing
ironware magnetically and/or applying initial crude separa-
tion (21); step Il separating the total fibers from the remaining
sludge and water (22); step I1I chemically oxidizing the same,
e.g., by means of formic or citric acids; and/or by utilizing
sodium, sulfur, potassium or phosphate-containing composi-
tions such as sterilized and/or degraded remaining organic
solids are obtained (23); step IV sorting fibers to their types,
e.g., separating out long, short, synthetic etc. fibers such as
separate types are obtained; this sorting step is potentially yet
not exclusively provided by applying a plurality of vertical
screens and pipe screens, using vibration and/or sonically
movement (24); bleaching the same by using active oxygen or
chlorine-containing agents (25); and then, dewatering, e.g.,
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using high pressure squeezers or centrifuge or applying hot
air; and, packaging separately the resulted fibers (26).

Steps I and II are performed on the sewerage pipeline.
Steps I1I and IV may be performed either next to every main
sewerage pipeline or in a centric location.

The preferred location to perform the method is, either on
the sewerage pipeline before the WWTP (Waste Water Treat-
ment Plant) at the entrance to the WWTP, at the primary
sedimentation catchrnents or before the digestion process.

The method is potentially provided wherein the chemically
oxidizing step is applied by means of formic or citric acids
and/or by utilizing sodium, sulfur, potassium or phosphate-
containing compositions. It is preferably, yet not exclusively,
also comprising a step or steps of separating the fibers from
the rest in the solid portion of the sewage sludge; and/or step
or steps of sterilizing and bleaching the obtained fiber. The
method may also comprising applying of an effective mea-
sure of carboxylate-containing compositions comprising
inter alia at least one of the group of citric acid, iso-citric acid,
fumaric acid, oxalic acid, malic or maleic acids, its derivatices
or any mixture thereof.

It is according to yet another embodiment of the present
invention wherein the method defined above preferably com-
prising screening solids thereout; oxidizing soluble remains;
sorting the fibers obtained thereof; bleaching said fibers; pro-
cessing the same in a plurality of downstream processes
selected from pressing, dewatering and packaging the
resulted fibers such that reusable fibers are provided.

The term ‘sludge’ generally refers hereinafter municipal
flowing waste, to streams of municipal flowing wastes to be
further processed and to any liquid or semi-liquid messy
substance pre-processed or processed waste, and in a non-
limiting manner, also to town refuses, wastes, urbane indus-
trial or agricultural effluents, downstream processes, slurries
comprising fibers. The term sludge is further denoted here-
under to effluents comprising toilet paper; non-digest fruit
and vegetable fibers (i.e., new fibers); and cotton, synthetic
fibers etc provided from cloths and laundry. This term also
refers to dry sludge that was previously concealed in the
ground.

The term ‘sewage sludge’ refers herein below to sewage,
sewerage, or any other effluents whereat human, industrial
and agricultural sewage are incorporated.

The term ‘fibers’ generally refers hereinafter in a non-
limiting manner to any organic, synthetic of partially pro-
cessed filament, and especially to fibers selected from a group
comprising inter alia pulp or other polysaccharides, cellu-
lose- and/or hemi-cellulose-containing materials, cotton
fibers, fibers comprised in a vegetative matter, paper and
paper products, wood products, diapers, toilet paper or any
mixture thereof. The term ‘fibers’ is additionally refereeing
hereinafter to fibers mixed in sewage sludge.

It is according to one embodiment of the present invention
wherein method of recycling fibers obtained in sludge is
disclosed, wherein the sludge is provided by a means of a
continuous flux having a predetermined volume. Said flux is
preferably provided in a mass-production means, such as
utilizing conveyor belt or snail conveyor, forcing liquids or
other flowing materials via conduits and pipes. Additionally
or alternatively, the sludge is processed batchwise. It is
according to another embodiment of the present invention
wherein the sludge is provided in a flowing state, e.g., a liquid
state; bulky state e.g., granular or coarse solid state or a
combination thereof.

It is in the scope of the present invention wherein the
screening and floating process or processes are provided by
utilizing a plurality of meshes, wherein the terms ‘mesh’ and
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‘screen’ refer hereinafter to one or more mesh, net grating or
screen, preferably wherein said meshes arrange in series.
Hence, a series of screens are possibly applied. This series
consists of a plurality of screens having essentially square
vertical, horizontal and pipe like apertures; each screen in the
series comprising successively smaller apertures than those
of the previous one. As an example, a first screen is charac-
terized as about 25 meshes and last screen is of about 180
meshes.

It is also in the scope of the present invention wherein the
screening process or processes are provided inter alia by
applying mechanical processing means: utilizing hydrocy-
clon, centrifuge, centrifugal floatation units, selective floating
means and especially salt containing media, trammels and
inclined trammels.

Moreover, the mechanical processing means are poten-
tially selected from a group comprising cutting, slicing, incis-
ing, intersecting, sectioning, shearing, abscising, bisecting;
articulating the bulky sludge so as small particles are
obtained.

It is also in the scope of the present invention wherein the
screening process or processes are provided by applying
high-pressure fluid jets, high-pressure air steams, chemicals
or any other crushing device. Those processes are adapted to
break apart sludge matter into small particles. Hence, and the
size of the particles are reduced by forcing them to pass
throughout one or more screens. For example, the pressure of
the water or air used for initial physical breaking apart of the
fiber containing matter is ranging between about 15 and 1500
atmospheres. The apertures of the screens are preferably
square or vertical or horizontal or circles and ranging between
1 and 200 mesh. It is in the scope of the present invention
wherein a series of screens is provided. This screening mod-
ule comprises a plurality of screens having essentially square
apertures of about 15 mesh, 30 meshes, 45 meshes etc.

It is according to one embodiment of the present invention
wherein the screening is provided inter alia by applying effec-
tive maneuver and/or vibration on the screening means so as
the screens are vibrated, oscillated, pulsated, trembled, reso-
nated; rotated or stirred thereof.

It is according to one embodiment of the present invention
wherein the screening is provided inter alia by applying
chemical and/or biological processing or separating steps.
Hence, a combination of chemical and biological processes is
provided useful be fermenting sludge matter so as a deligni-
fied matter is obtained. For example, the chemical and/or
biological steps are potentially selected from conditioning the
vegetative matter; mechanically breaking apart of the bulky
sludge matter by applying high pressure fluid jets; forcing it to
pass throughout one or more screens in a series; biologically
fermenting the same by a means of microbial inoculum such
as an effective delignification is provided.

It is according to one embodiment of the present invention
wherein the downstream processes are selected from clean-
ing, sorting of fibers by diameter, type and/or length, aligning,
pressing the obtained fibers into bales, and drying the same.

It is according to one embodiment of the present invention
wherein the bleaching is provided by a means of oxygen
containing compositions, e.g., active oxygen, oxygen gas,
hydrogen peroxide, super oxide radical, ozone, bleaching
oxides; halogenated compositions, such as chlorates, per-
chlorates, hypoperchlorates, sodium or calcium or sulfur
hypoperclorates, bleaching chlorides or any mixture thereof.
A concentration range of about 20% to 80% is useful for
many systems.

It is according to one embodiment of the present invention
wherein effective measure of formate-containing composi-
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tions is applied. Those compositions are preferably, yet not
exclusively comprised of at least one of the group of formic
acid, calcium formate, potassium formate, magnesium for-
mate, ammonium formate and/or liquid formats, ethyl for-
mate, methyl formate, butyl format acetic-formic solutions or
any mixture thereof. Hence for example, formate-containing
compositions is potentially applied in a concentration range
0f 0.1 to about 80% v/v.

It is according to one embodiment of the present invention
when Steps I and II are performed on the sewerage pipeline.
Steps I1I and IV may be performed either next to every main
sewerage pipeline or in a centric location.

The preferred location to perform the method is, either on
the sewerage pipe-line before the WWTP (Waste Water Treat-
ment Plant) at the entrance to the WWTP, at the primary
sedimentation catchments or before the digestion process.

Another object of the present invention is, when using the
present invention, the two main parameters sewage is com-
posed of—BOD and TSS—are reduced by 30%. All other
parameters remain almost intact. (see FIG. 3)

Another object of the present invention is to present a cost
effective system adapted to recycle fibers from sludge. This
environmental friendly system is comprised of separating and
processing means adapted for screening solids there out;
means for oxidizing soluble remains; means for sorting the
fibers obtained thereof; means for bleaching said fibers;
means for processing the same in a plurality of downstream
processes selected from pressing, dewatering and packaging
the resulted fibers such that reusable fibers are provided. A
recycling system adapted to recycle fibers from sludge utiliz-
ing the methods defined above is further disclosed. Moreover,
new fibers (e.g., undigested matter) and recycled fiber pro-
vided by the recycled system as defined above is also dis-
closed. The previously mentioned system is especially
adapted to produce fibers from industrial or human sewage
sludge or from sewerage and from industrial origin. This
system is either incorporated with sewage sludge systems or
treating sewage in an independent manner.

The invention claimed is:

1. A method for producing a cellulose and hemicellulose
fiber composition from sewage sludge comprising:

removing, based on a determination that ironware is

present in said sewage, said ironware from said sewage
sludge;

applying initial crude separation for screening a solid por-

tion of said sewage sludge;

removing a cellulose and hemicellulose fiber portion from

said solid portion;

oxidizing said cellulose and hemicellulose fiber portion;

and

producing said cellulose and hemicellulose fiber composi-

tion;

wherein the method for producing the cellulose and hemi-

cellulose fiber composition further comprises:

bleaching said cellulose and hemicellulose fiber portion;

dewatering said cellulose and hemicellulose fiber por-
tion;

sterilizing said cellulose and hemicellulose fiber por-
tion;

sorting said cellulose and hemicellulose fiber portion
according to fiber type; and

packaging said reusable cellulose and hemicellulose
fiber composition;

wherein at least one of the removing the ironware, the

applying, the removing the cellulose and hemicellulose,
the oxidizing, and the producing is performed at a Waste
Water Treatment Plant (WWTP).
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2. The method according to claim 1, wherein said oxidizing
is applied by formic acid, citric acid, a sodium containing
composition, a sulfur containing composition, a potassium
containing composition, a phosphate containing composi-
tion, or any combination thereof.

3. The method according to claim 1, further comprising
applying a formate containing composition, a formic acid
containing composition, a calcium formate containing com-
position, a potassium formate containing composition, a
magnesium formate containing composition, an ammonium
formate containing composition, a liquid formate containing
composition, an ethyl formate containing composition, a
methyl formate containing composition, a butyl formate con-
taining composition, an acetic-formic solution or any combi-
nation thereof.

4. The method according to claim 1, further comprising
applying a carboxylate-containing composition, a citric acid
containing composition, an iso-citric acid containing compo-
sition, a fumaric acid containing composition, an oxalic acid
containing composition, a malic acid containing composi-
tion, a maleic acid containing composition or any combina-
tion thereof.

5. The method according to claim 1, wherein said screening
is performed by utilizing a mesh, a series of meshes, a net
grating or a screen.

6. The method according to claim 1, further comprising
applying mechanical processing.

7. The method according to claim 6, wherein said mechani-
cal processing comprises utilizing a hydrocyclon, a centri-
fuge, a centrifugal floatation unit, a salt-containing media, a
trammel or an inclined trammel.

8. The method according to claim 1, further comprising
breaking apart said cellulose and hemicellulose fiber portion.

9. The method according to claim 1, wherein said bleach-
ing is performed by an oxygen containing composition, an
active oxygen containing composition, an oxygen gas con-
taining composition, a hydrogen peroxide containing compo-
sition, a super oxide radical containing composition, an ozone
containing composition, a bleaching oxide containing com-
position, a halogenated composition, a chlorate composition,
aperchlorate composition, a sodium containing composition,
a calcium containing composition, a sulfur containing com-
position, a bleaching chloride composition or any combina-
tion thereof.

10. The method of claim 1, wherein said method is opera-
tive to reduce:

atotal soluble solid (TSS) content of said sewage sludge by

30%; and
a biochemical oxygen demand (BOD) content of said sew-
age sludge by 30%.

11. The method of claim 1, wherein the removing of said
cellulose and hemicellulose fiber portion from said solid por-
tion is performed before digestion of said sewage sludge
within the waste water treatment plant.

12. The method of claim 1, wherein the sewage sludge
further comprises industrial, municipal or agricultural flow-
ing wastes.

13. The method according to claim 1, wherein said remov-
ing ironware comprises removing ironware magnetically.

14. The method according to any one of the preceding
claims, wherein the sewage sludge comprises human waste.

15. A method for producing a cellulose and hemicellulose
fiber composition from sewage sludge comprising:

applying initial crude separation for screening a solid por-

tion of said sewage sludge;

removing a cellulose and hemicellulose fiber portion from

said solid portion;
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oxidizing said cellulose and hemicellulose fiber portion;
and
producing said cellulose and hemicellulose fiber composi-
tion;
wherein the method for producing the cellulose and hemi-
cellulose fiber composition further comprises:
bleaching said cellulose and hemicellulose fiber portion;
dewatering said cellulose and hemicellulose fiber por-
tion;
sterilizing said cellulose and hemicellulose fiber por-
tion;
sorting said cellulose and hemicellulose fiber portion
according to fiber type; and
packaging said reusable cellulose and hemicellulose
fiber composition;
wherein at least one of the applying, the removing, the
oxidizing, and the producing is performed at a Waste
Water Treatment Plant (WWTP).
16. A method for producing a cellulose and hemicellulose
fiber composition from sewage sludge comprising:
applying initial crude separation for screening a solid por-
tion of said sewage sludge;
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removing a cellulose and hemicellulose fiber portion from
said solid portion;
oxidizing said cellulose and hemicellulose fiber portion;
and
producing said cellulose and hemicellulose fiber composi-
tion;
wherein the method for producing the cellulose and hemi-
cellulose fiber composition further comprises:
bleaching said cellulose and hemicellulose fiber portion;
dewatering said cellulose and hemicellulose fiber por-
tion;
sterilizing said cellulose and hemicellulose fiber por-
tion;
sorting said cellulose and hemicellulose fiber portion
according to fiber type; and
packaging said reusable cellulose and hemicellulose
fiber composition;
wherein at least one of the applying, the removing, the
oxidizing, and the producing is performed at a Waste
Water Treatment Plant (WWTP), and wherein the sew-
age comprises human waste.
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